CONCRETE CARBONATION & COVER AVERAGES

DATE: 15/09/05 JOB NUMBER: 3038 ASSET NO: 548
CLIENT: ASSET NAME:  Cadell
AVG. CARBONATION: 23 AVERAGE COVER: 70 CF: 33
MAX. CARBONATION: 25 MINIMUM COVER: 45 AGE: 36
6 o’clock 9 o’clock 12 o’clock 3 o’clock
Carbonation| Cover |Carbonation| Cover |Carbonation| Cover |Carbonation| Cover
22 80 21 75
24 75 22 70
25 70 20 80
22 65 21 80
48 80
45 75
65
57
Average | Average | Average | Average | Average | Average | Average | Average
24 63 21 77
Maximum | Minimum | Maximum | Minimum | Maximum | Minimum| Maximum | Minimum
25 45 22 70




